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Abstract: Porous titanium (Ti) offers several key attributes as a biomedical material. Among the
known characteristics of Ti relevant to biomedical applications, the mechanical performance and
effects of a pore structure on the deformation characteristics under compressive loading were
examined. The space holder method was employed to generate Ti foams with target porosities
of 60%, 70%, and 80%. A micro-computed to mography analysis and light and scanning electron
microscopy were performed to examine the pore morphology and microstructure. The mechanical
properties along with the elastic modulus and compressive strength were evaluated via uniaxial
compression testing. Ti foam samples with three porosity levels displayed average elastic moduli and
compressive strengths comparable with those of human cancellous and cortical bone. All the Ti foam
samples had elastic moduli similar to those of cancellous bone with their open porous structures.
Although the foam samples with ~60% porosity had compressive strength comparable to that of
cortical bone, the samples with ~80% porosity displayed compressive strength similar to that of
cancellous bone. The results indicate that Ti foam scaffolds produced using the space holder method
have great potential for applications in hard tissue engineering, as their mechanical properties and
pore structures are similar to those of bone.
Keywords: biomaterials; Ti foam; micro-CT analysis; mechanical properties

1. Introduction
The superior biocompatibility, specific strength, and corrosion resistance of titanium (Ti) and
its alloys have led to the extensive use of these materials in bone implants [1–3]. A major problem
with such implants is stress shielding due to the difference between the elastic moduli of implant
materials (110 GPa for Ti) and that of bone (10–30 GPa). This difference leads to delayed bone healing,
increased porosity in the bone surrounding the implant, and loosening of the implant [4,5]. These
issues have generated growing interest in the development of metallic implant materials with reduced
elastic moduli.
In particular, porous materials have attracted increasing research interest as potential orthopedic
materials with well-matched elastic moduli that permit long-term bonding via full in-growth of the
bone tissues [6–8]. Various porous materials have been discussed in numerous published reviews
focused on the importance of both mechanical and microscopic structural properties (pore size and
porosity) [8–10]. In particular, the significance of these morphological properties for achieving bone
regeneration via osteogenesis has been discussed [11]. While significant bone in-growth was reported
for large pore sizes of 100–600 µm, small pore sizes of 75–100 µm show unmineralized osteoid tissue
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growth, and 10–75 µm pores exhibit fibrous tissue growth [12,13]. Hence, 100 µm is usually regarded
as the minimum pore size for successful mineralized bone regeneration [14–18].
Porous Ti scaffolds can be produced using several methods, such as additive manufacturing,
foaming, and powder metallurgy. The economy and high efficiency of powder metallurgy have
resulted in broad industrial applications in material blending and compaction, facilitating the mass
production of implant materials with tailored compositions, shapes, and mechanical properties [19].
Moreover, powder sintering in combination with space holder techniques can generate highly porous
scaffolds with effective control of the morphology. Many authors have described this approach, in
which the metallic powders and space holder particles are mixed together and compacted prior to the
removal of the space holders either before or during sintering [14–16]. Magnesium (Mg) has also been
reported to be a potential space holder material for fabricating porous scaffolds of Ti [2].
The porosity, pore size, and morphology of the resulting material determine its mechanical
properties. Hence, numerous researchers have examined the effects of various porosities and/or pore
sizes on the mechanical performance of porous Ti [2,6–11]. Nevertheless, the effect of varying the
pore-size distribution has not been well examined using micro-computed tomography (micro-CT)
analysis [20].
In the present study, Mg powder was used as a space holder in a powder metallurgical approach
to produce porous Ti scaffolds for applications in tissue engineering. The aim was to produce metallic
scaffolds with interconnected pore structures along with mechanical characteristics compatible with
those of human cancellous and cortical bones. The deformation behaviors of the manufactured Ti
foams were investigated under quasi-static compression conditions, and the mechanical properties
were correlated with the porosity content, pore size, and the cell wall structure.
2. Materials and Methods
2.1. Scaffold Preparation
The powder metallurgy method was used to generate porous Ti scaffolds, in which the porosity
was constrained by varying the volume ratio of Mg to Ti powder. For the primary matrix, angular Ti
powder (Phelly materials, >99% purity (conforming to ASTM 1580-1), Phelly materials, Upper Saddle
River, NJ, USA) with particle size in the range of 50–60 µm and an average particle size of 53.6 µm
was used. For the space holder material, Mg powder was chosen, because it has very limited solid
solubility in Ti [2]. Spherical Mg powder (Tangshan Weihao Magnesium Powder Co. LTD., Tangshan,
China; >99.8% purity) had an average particle size of around 300 µm and particle size distribution
between 250 and 355 µm. The selection of Mg powder size was informed by published work in which
a pore size of 250 µm was found to assist cell migration, while optimal mechanical properties of the
porous structure were achieved via high sphericity [2]. Hence, a 250 µm pore size was the objective for
optimum osteointegration performance after sintering the porous samples.
A polyvinyl alcohol (PVA, [-CH2CHOH-]n) solution was added to Ti powder and was mixed
for 1 h with Mg powders to generate powder mixtures containing 60%, 70%, and 80% Mg by
volume. Cylindrical samples (9 mm diameter, 9 mm height) for characterization were then produced
at room temperature by uniaxial compression at 600 MPa for 20 seconds using a 12-ton capacity
manual hydraulic press (Kardesler Makina) with floating die. At least four samples in each targeted
porosity group were prepared using the same procedure to analyze the repeatability and accuracy of
the experiments.
The samples were sintered for 2 h under flowing Ar gas (99.999%) at 1200 ◦ C in an
atmosphere-controlled tube furnace (Protherm PLF 140, Protherm, Ankara, Turkey). To avoid
contamination during sintering, the samples were positioned in Ti crucibles obtained by the machining
of Ti rods. To avoid adverse effects on the scaffold integrity due to melting and boiling of the Mg
powders and to enable maximum removal of the space holder, the furnace was heated to the sintering
temperature (above the boiling point of Mg, 1090 ◦ C) slowly at a heating rate of 4 ◦ C/min.
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2.2. Morphology, Porosity, and Phase Analysis
Light microscope (Eclipse LV150N, Nikon, Tokyo, Japan) and scanning electron microscope (SEM,
Jeol JSM 6400 equipped with Noran System 6 X-ray microanalysis system, Tokyo, Japan) were used
to examine the morphology and microstructure of the foams. For this procedure, the specimens
were crushed to observe the pore structure, and the samples were prepared metallographically after
mounting, which were cut longitudinally along the axis of compaction. Kroll’s reagent was used to
reveal the underlying microstructures of the foams. In addition, to studying the change of the pore
morphology of the specimens under compression deformation, each specimen was examined using
SEM both before and after compression testing.
The internal and external pore shapes, along with the surface and volume characteristics relevant
to bone histomorphometry (e.g., porosity and pore distribution), were examined by micro-CT using
a Skyscan 1272 industrial micro-CT machine (Brüker, Billerica, MA, USA), affording a maximum
resolution of 0.35 µm (16 Mp). A step size of 0.01 mm was used to examine the scaffold cross-sections
in three directions of at least three samples in each targeted porosity group.
ImageJ (1.52e, NIH, Bethesda, MD, USA, 2018) was used to analyze the micropore distribution
patterns with the image threshold technique on SEM images to determine the overall porosity level
and microporosity and to calculate the mean pore diameter equivalents, pore morphology, and sizes.
Following scanning, the micrograph images underwent a cleaning process to sharpen the features,
allowing for more precision and accuracy in the analysis. This stage is necessary as the program in
imaging employs color threshold changes; thus, the clean image allows for closer examination of the
details of the micrograph. Following image analysis, the extracted data were then stored in Microsoft
Excel format to allow for additional statistical analysis and presentation in graphs. Doing so made it
possible to determine the pore distribution and the relationship between the immersion period and
final micropore size/structure.
The main phases in the manufactured porous samples were identified via X-ray diffraction (XRD,
RigakuD/Max2200/PC, Rigaku, Tokyo, Japan) analysis at 40 kV with a scan speed of 1◦ /min between
30◦ and 90◦ 2θ angles using a Cu-Kα radiation source. On the other hand, O, H, and N contents of the
as-received Ti powders and manufactured foams were measured with a LECO TCH 600 Simultaneous
O, H, N Determinator, LECO, St. Joseph, MI, USA)
2.3. Mechanical Testing
To examine their mechanical properties, cylindrical porous Ti samples (9 mm diameter, 9 mm
height) were subjected to compression testing at room temperature using an Instron 3369 (Instron,
Norwood, MA, USA) with a cross head speed of 0.005 mm/s. It is known that an increase in strain
rate during compression testing does not significantly affect elastic modulus, but a pronounced rise
occurs in compressive strength when the strain rate is increased [8]. Therefore, the speed of testing in
the present study was kept as low as possible.
To obtain the stress–strain curves of samples, each specimen was subjected to an increasing load
until a complete fracture of the specimen was observed. The moduli of the samples were found
by measuring the slopes of the linear regions of the curves, while the compression strengths were
measured at the maximum stress levels of the stress–strain curves. The evaluated results were also
compared with human cortical and cancellous bone to analyze the similarities.
3. Results
3.1. Morphology and Phase Analysis
Representative SEM images obtained from the crushed cross-sections of samples designed to
have porosities near 60%, 70%, and 80% are shown in Figure 1. After Mg removal by evaporation, the
samples with target porosities of 60%, 70%, and 80% were observed to have porosities in the ranges of
55.9–62.9%, 65.6–69.9%, and 74.0–78.0%, respectively. The small discrepancies between the target and
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Figure 2. Polished cross-sectional light microscope images of Ti foam with 55.9% porosity showing
(a) macropores formed by Mg evaporation and microporous cell walls and (b) cell walls containing
micropores and grains of the α-Ti phase.
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The micro-CT scan images for the samples in three different porosity contents are shown in
Figure 3.
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In addition to the porosity content and the morphologies and type of pores, the production of Ti
foams free of oxides and without binder residue or Mg is crucial for biomedical applications. In all of
the samples, Mg was completely removed during production, so the manufactured foams were free
of binder residue and Mg, as can be seen in the X-ray diffraction patterns in Figure 5 and EDS analysis
given in Figure 6. Moreover, no oxides of Ti were detected and the production technique yielded only
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In addition to the porosity content and the morphologies and type of pores, the production of Ti
foams free of oxides and without binder residue or Mg is crucial for biomedical applications. In all of
the samples, Mg was completely removed during production, so the manufactured foams were free of
binder residue and Mg, as can be seen in the X-ray diffraction patterns in Figure 5 and EDS analysis
given in Figure 6. Moreover, no oxides of Ti were detected and the production technique yielded only
the α-Ti phase, as revealed by the α-phase grains in Figure 2b and the diffraction patterns. However,
production caused an increase in the dissolved contents of interstitial elements (oxygen, hydrogen, and
nitrogen) probably due to flowing argon gas during foam production. Although argon gas was highly
pure (99.999%), it contained oxygen, nitrogen, and water vapor in ppm and vpm levels, respectively.
Therefore, the increase in the impurity levels of the samples was attributed to oxygen, nitrogen, and
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Figure 6. EDS analysis of manufactured foam samples with three different porosity contents (55.9%,

Figure 6. EDS analysis of manufactured foam samples with three different porosity contents (55.9%,
68.4%, and 78.0%).
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Table 1. Average O, H, and N contents of starting Ti powders and manufactured Ti foams.
Table 1. Average O, H, and N contents of starting Ti powders and manufactured Ti foams.

Element
Element
Oxygen
(wt.%)
Oxygen (wt.%)
Hydrogen
(wt.%)

As-Received Ti powder
As-Received
0.048Ti powder
0.048
0.0038

Ti Foams
Ti0.207
Foams
0.207
0.0626
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Table 1. Average O, H, and N contents of starting Ti powders and manufactured Ti foams.
Element

As-Received Ti powder

Ti Foams

Oxygen (wt.%)
Hydrogen (wt.%)
Nitrogen (wt.%)

0.048
0.0038
0.0013

0.207
0.0626
0.0980

3.2. Mechanical Properties
3.2.1. Stress–Strain Curves
The compressive stress–strain curves of the Ti samples with different porosity groups
are
7 of 12
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respectively. The calculated elastic moduli of the foams fall in the range of that of human cancellous
bone (0.5–5 GPa) [21], which has an open porous structure similar to those of manufactured Ti foams.
Therefore, manufactured foams may be evaluated as potential candidate biometals, as they have
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to the Deformation
elastic modulus
versus porosity change, the compressive strength (peak stress
3.2.2.Similar
Macroscopic
Band
measured subsequent to the elastic region) displayed a decreasing tendency with increasing porosity.
As can be seen in Figure 7, titanium foams experienced different deformation modes up to
However, the strength drop beyond 60% porosity was rather sharp (Figure 8b). Although the samples
fracture point. Each dominant deformation mode in each stage changes the shape of foams on the
in the first group (55.9–62.9% porosity) had compressive strengths in the range of cortical bone strength
macro- and microscale, either permanently or temporarily. It is known that bending in cell edges of
(100–230 MPa [21]), those in the third group (74.0–78.0% porosity) had strengths close to that of
the foam in the linear elastic region is the dominant mechanism in open porous structures, and it
cancellous bone 2–12 MPa [21]. Meanwhile, the samples in the second group (65.6–69.9%) exhibited
does not change the sample’s shape permanently [23]. However, permanent deformation and shape
compressive strengths between those of cortical and cancellous bone. It is clearly evident that, by
changes occur when the stress in the walls and the edges of the foam exceed the yield stress.
alternating the porosity content, it is possible to tune the mechanical properties of foams to make them
Therefore, in addition to the porosity content and pore size, features of cell wall and edges, i.e., their
mechanically more compatible with human bone.
thickness, is crucial in determining the mechanical responses. The struts in the manufactured foams
Implants made of bulk materials with greater elastic moduli and compressive strengths than
of the present study had an hour-glass shape (Figure 2a), such that the material was concentrated at
bone do not permit the necessary transfer of stress to the neighboring bone. This situation promotes
cell nodes and the thickness of the cell walls and edges were observed to decrease from the cell node
resorption of the bone surrounding the implant, thereby loosening the implant, reducing the service
to the center. Additionally, the struts were not fully dense, and they contained micropores left from
life, and ultimately requiring revision surgery. Hence, materials with mechanical properties more
partial sintering. According to minimum solid area (MSA) models [24], the minimum solid crosscomparable to those of human bone (i.e., high strength and low elastic modulus) are necessary if these
sectional area, i.e., the area normal to the stress, is assumed to dominate in the transmission of stress.
problems are to be avoided [13]. The porous Ti samples manufactured in the present study displayed
Currently mechanical models developed for various foam structures are essentially specialized MSA
compressive strengths and elastic moduli comparable with those of human bone, demonstrating the
models. Properties and dimensions of the struts or webs between the pores and the sintering degree
potential application of these materials in biomedical implants.
of the cell walls play an important role in the mechanical properties, because elastic and plastic
deformation localize at those points.
In the present study, subsequent to the end of the linear elastic region, deformation bands
perpendicular to the loading direction developed, in which plastic collapse of some cells took place.
This effect was accompanied by the beginning of the plateau region by a sudden drop in flow stress
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3.2.2. Macroscopic Deformation Band
As can be seen in Figure 7, titanium foams experienced different deformation modes up to fracture
point. Each dominant deformation mode in each stage changes the shape of foams on the macro- and
microscale, either permanently or temporarily. It is known that bending in cell edges of the foam
in the linear elastic region is the dominant mechanism in open porous structures, and it does not
change the sample’s shape permanently [23]. However, permanent deformation and shape changes
occur when the stress in the walls and the edges of the foam exceed the yield stress. Therefore, in
addition to the porosity content and pore size, features of cell wall and edges, i.e., their thickness, is
crucial in determining the mechanical responses. The struts in the manufactured foams of the present
study had an hour-glass shape (Figure 2a), such that the material was concentrated at cell nodes and
the thickness of the cell walls and edges were observed to decrease from the cell node to the center.
Additionally, the struts were not fully dense, and they contained micropores left from partial sintering.
According to minimum solid area (MSA) models [24], the minimum solid cross-sectional area, i.e., the
area normal to the stress, is assumed to dominate in the transmission of stress. Currently mechanical
models developed for various foam structures are essentially specialized MSA models. Properties
and dimensions of the struts or webs between the pores and the sintering degree of the cell walls play
an important role in the mechanical properties, because elastic and plastic deformation localize at
those points.
In the present study, subsequent to the end of the linear elastic region, deformation bands
perpendicular to the loading direction developed, in which plastic collapse of some cells took place.
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As mentioned previously, the foam samples were deformed permanently by the formation of
deformation bands, which are supposed to occur due to localized deformation at cell walls as a result
of cell wall buckling, bending, and yielding according to previous works [23]. In fact, the structure
(cell wall thickness and shape, presence of defects such as micropores, underlying microstructure)
and
inherent
mechanical properties of the cell walls affects the deformation mechanisms encountered
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4. Discussion
4.1. Structure Observation
Previous studies, both in vivo and in vitro, have shown that the desirable pore size of biomaterials
is one of the key parameters in the process of bone development [5]. In the present study, the
analysis indicated that the target porosity range of 150–300 µm was attained, with a uniform, narrow
distribution of pores (256 µm ± 28 µm) displaying high levels of interconnectivity from the center
to the surface of the material. According to previous research, this pore morphology promotes
osseointegration by aiding the transport of oxygen and nutrients necessary for the formation of blood
vessels during the development of bone tissue [8]. Two types of pores were present in the Ti samples:
(i) large or macro pores (100–350 µm), which promote direct bone formation, and (ii) small or micro
pores (<100 µm), which promote hypoxic conditions and stimulate the formation of articular cartilage
prior to bone formation. Hence, previous researchers have argued that porous Ti with this type of
connective three-dimensional network morphology could benefit bone formation, as well as supplying
pathways for effective in-growth of bone [8].
4.2. Mechanical Properties
The presently available bulk implant materials display greater stiffness than human bone, thereby
failing to transfer the requisite amount of stress to the surrounding bone. This shortcoming leads
to implant loosening due to resorption of the bone surrounding the implant. Consequently, the
development of implant materials with optimum combinations of compressive strength and low elastic
modulus are necessary to prevent implant loosening, increase implant service life, and circumvent
the need for surgical readjustment [5]. The elastic modulus of human cortical bone is in the range of
7–30 GPa, while that of human cancellous bone is less than 5 GPa [21], and the compressive strength
of human bone ranges from 2 to 230 MPa [21]. In the present study, the Ti foam samples displayed
decreasing compressive strengths of 149–15 MPa and elastic moduli of 4.5–1.2 GPa with increasing
porosity. Thus, porous Ti materials with broad ranges of compressive strengths and elastic moduli are
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desirable equivalents to human bone, making Ti foams promising choices for biomedical applications.
However, in addition to elastic modulus and strength, the fracture toughness of the titanium foams
is an important property that needs to be investigated. Fracture toughness testing of foam samples
can be carried out in the opening mode of (mode I) loading using pre-cracked samples [25], and
the fracture toughness of the titanium itself in the cell walls of foams may be calculated by pillar
splitting method [26], which makes use of micro-pillars of materials that are loaded to fracture by
nano-indentation. The KIC (plane strain fracture toughness) values of cancellous bone and cortical
bone are reported to be 1.5 MNm−3/2 [27] and 3.5 MNm−3/2 [28], respectively. Accordingly, the
porosity content, pore shape, and the cell wall structure of the foams should be precisely controlled,
together with the intrinsic material properties of cell walls (i.e., purity), to have fracture toughness
values close to bone.
5. Conclusions
In the present study, the space holder powder metallurgy technique was used in combination
with a Mg powder space holder to produce biomimetic Ti scaffolds with selected porosities (60%,
70%, and 80%). Each porous scaffold displayed a significant degree of pore interconnectivity, which is
favorable for osseointegration and in-growth of bone tissue. A porosity analysis also indicated that an
appropriate pore size range was achieved for promoting osseointegration, as defined in the previous
literature [12,13]. Moreover, the first group (55.9–62.9% porosity) and third group samples (74.0–78.0%
porosity) samples displayed compressive strengths compatible with those of human cortical and
cancellous bone. Meanwhile, all the foam samples exhibited elastic moduli similar to that of cancellous
bone. Hence, the combined results of the structural and mechanical analyses performed in this study
suggest that Ti scaffolds manufactured using the described approach could be promising materials for
applications in bone tissue engineering.
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